ZHEJIANG CHEER BLOOM LATEX PRODUCTS CO.,LTD.
CERTIFICATE OF ANALYSIS

PRODUCTS : F200A POWDER FREE LATEX FINGERCOTS
COLOR . YELLOW /WHITE
TYPE :  ANTI-STATIC
PACKING . 10GROSS /BAG, 20 BAGS/CARTON
MANUFACTURED : 2013
DIMENSIONS
Tests Results Ref Standard
Average weight(g) 0.43 0.41£0.02
Width(mm) 24 24+2
Length(mm) 70~75 70£5
Thickness(mm) BODY 0.24~0.25, TIP 0.28~0.30 BODY 0.20+0.05 TIP 0.30%0. 05

PHYSICAL SPECIFICATION

Tests (unit) Results Ref standard
Tensile Strength(Mpa) 27, 26, 27, 27, 28 =24
Elongation at break(%) 780, 780, 760, 800, =750
780
CLEANLINESS SPECIFICATION
Tests(unit) Results Ref Standard
Particle count (0.5-20 1 m; counts/cm?) Conforms <1200
CL (PPM) / <9.00
[F+CI+Br] (ng/cm?2) <3.10 IEST-RP-CCO005.2
[NO3] (ng/cm2) <0.14 IEST-RP-CC005.2
[SO4] (ng/cm2) <0.30 IEST-RP-CC005.2
[PO4] (ug/cm2) <0.03 IEST-RP-CCO005.2
[Na] (ng/cm2) <0.85 IEST-RP-CC005.2
ESD SPECIFICATION
Tests(unit) Results Ref Standard
Surface Resistivity (Q /cm’) 10° <10

COMPLIES WITH :ASTM D3772
We manafaturer,hereby certify that above mentioned LATEX FINGER COTS was analyzed and

approved by our Quality assurance Team.
Inspected Date: 2009-3-28 Checked by : _LU GUANQING Person in Charge: _ Mr.Xu
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